
 
 

 
 

 

 

Applicant:  GUANGZHOU RUIER CLOTHING LIMITED COMPANY 

Address: 3RD FLOOR NO.2. BUILDING XIYUANNAN STREET, TANGCHONG VILLAGE, XINSHI TOWN 

BAIYUN DISTRICT, GUANGZHOU CITY, CHINA 

  

Sample Received Date: Nov. 26, 2021 

Completed Date: Nov. 27, 2021 

Report Date: Nov. 27, 2021 

 

The following merchandise was (were) submitted and identified on behalf of the applicant as: 

Sample Name: Octagonal skull shaking buckle  

Model No.: 001622  

Other Information: WK-434XCM WQ-506BQF WY-1225CCM WY-1272MJM WY-1292CDM 

WY-1338DQM 

WY-1342CCM WY-1355CDF WY-1358XDF WY-1362CCM WY-1368XCM 

WY-1369MJM WY-1370XCM WY-1375XDM WY-1376CDM WY-1379XCM 

Brand: PUNK RAVE 

 

Test Result(s): Please refer to next page(s). 

Test Requested and Conclusion(s): 

No. Standard and Requirement Conclusion(s) 

1 

Annex XVII items 63 of the REACH Regulation (EC) No. 1907/2006 

and its amendment 

- Lead 

PASS 

2 

Annex XVII items 23 of the REACH Regulation (EC) No. 1907/2006 

and its amendment 

- Cadmium 

PASS 
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Test Result(s): 

Lead - Annex XVII items 63 of the REACH Regulation (EC) No. 1907/2006 and its amendment 

Method: CPSC-CH-E1001-08.3, analyzed by Atomic Absorption Spectrometer（AAS）. 

Substances Lead (Pb) 

Conclusion 

CAS No. 7439-92-1 

Reporting Limit (mg/kg) 10 

Limit (mg/kg) 500 

Material No. Result (mg/kg) 

1+2 26 PASS 

 

NOTE: 1. mg/kg = milligram per kilogram (ppm). 

 2. N.D. = Not Detected (Less than Reporting Limit). 

 

3. "+" = The test result is obtained from composite testing on materials linked with "+" mark, it is 

possible that individual test result can be higher if materials are tested separately. This had  

been taken in account in the conclusion of this report. 

 

 

Test Result(s): 

Cadmium - Annex XVII items 23 of the REACH Regulation (EC) No. 1907/2006 and its amendment 

Method: CPSC-CH-E1001-08.3 n, analyzed by Atomic Absorption Spectrometer（AAS）. 

Substances Cadmium (Cd) 

Conclusion 

CAS No. 7440-43-9 

Reporting Limit (mg/kg) 2 

Limit (mg/kg) 100 

Material No. Result (mg/kg) 

1+2 N.D. PASS 

 

NOTE: 1. mg/kg = milligram per kilogram (ppm). 

 2. N.D. = Not Detected (Less than Reporting Limit). 

 

3. "+" = The test result is obtained from composite testing on materials linked with "+" mark, it is 

possible that individual test result can be higher if materials are tested separately. This had  

been taken in account in the conclusion of this report. 
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Test Material List 

Material 

No. 
Sample Description Location 

1 Silver gray plating metal Base of button 

2 Silver gray plating metal Button cap 

 

 

Photo of Sample: 

 

 

CTT Co., Ltd. is the US Consumer Product Safety Commission (CPSC) Accredited Third Party Testing Laboratory, 

identification number is 1026, and shall refer to http://www.cpsc.gov/cgi-bin/labsearch/. 

 

***End of Report*** 
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